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WHITE A ROYAL (Nichinan mill)

March 31,2009

measuring method

basis weight (g.s.m.) 70.0 80.0 100.0 120.0 140.0 150.0 180.0

thickness (pm) 85 93 117 145 173 183 219 JIS P8118
smoothness (sec) 90 88 89 51 55 56 50 J TAPPI No.5B
whiteness (%) 87 87 87 87 87 87 87 JIS P8148
opacity (%) 92 94 96 98 98 99 99 JIS P8149

*measuring condition: temperature 23+1°C, relative humidity 50+2%
*This data is actual data of most recent production, NOT quality standard.
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